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Figure 3. Substrate surface condition of Site C1

Figure 4. Substrate surface conditions for Site C1
Site C2 — US 18 in Sioux County, FHWA # 48231 (Bridge Maint. # 8416.6S018)
Bridge Description

Bridge C2 carries US 18 over Rock River and was constructed in 2002. The deck is original and
does not have an overlay. The lowa DOT performed a survey of the deck, and concrete damage
(i.e., delaminations and patch repairs) was not observed.



Chloride Profile

A total of eight cores were collected for chloride profile sampling, with locations randomly
distributed throughout the deck. According to SCS, the recommended effective chloride
threshold for damage to ECR is approximately 1,800 ppm. The chloride data from the eight cores
indicated that the average depth with a chloride content of 1,800 ppm was 1.54 in., and the
average rebar depth for this bridge is 2.40 in. The average chloride content at a depth of 1.75 in.
was 1,453 ppm.

Field Investigation Description

Field investigations of Site C2 were conducted prior to overlay application on July 5, 2018 and
July 20, 2018. Photos and measurements were taken to document the substrate surface condition
of the deck. An average of 1.75 in. of the original deck was removed by milling, though some
areas of degraded concrete were further removed. Figure 5 shows the depth of removal achieved
prior to the overlay placement, and Figure 6 illustrates the surface roughness achieved.
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Figure 5. Substrate surface condition of Site C2



Figure 6. Substrate surface conditions for Site C2

Site C3 — US 18 in Sioux County, FHWA # 48281 (Bridge Maint. # 8419.85018)
Bridge Description

Bridge C3 carries US 18 over Rogg Creek and was constructed in 1985. The deck is original and
does not have an overlay. The lowa DOT performed a survey of the deck, and concrete damage
(i.e., delaminations and patch repairs) was observed on approximately 0.1% of the deck (a total
of 6.7 ft?).

Chloride Profile

A total of four cores were collected for chloride profile sampling, with locations randomly
distributed throughout the deck. According to SCS, the recommended effective chloride
threshold for damage to ECR is approximately 1,800 ppm. The chloride data from the four cores
indicated that the average depth with a chloride content of 1,800 ppm was 1.53 in., and the
average rebar depth for this bridge is 2.50 in. The average chloride content at a depth of 1.75 in.
was 1,285 ppm.

Field Investigation Description

Field investigations of Site C3 were conducted prior to overlay application on May 11, 2018 and
May 29, 2018. Photos and measurements were taken to document the substrate surface condition
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of the deck. An average of 1.75 in. of the original deck was removed by hydro-demolition,
though some areas of degraded concrete were further removed. Figure 7 shows the depth of
removal achieved prior to the overlay placement, and Figure 8 illustrates the surface roughness
achieved.
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Figure 8. Substrate surface conditions for Site C3
Site E1 — US 18 in Clay County, FHWA # 20291 (Bridge Maint. # 2166.25018)
Bridge Description

Bridge E1 carries US 18 over the Ocheyedan River between Hartley and Spencer, lowa, and was
constructed in 1987. The deck is original and does not have an overlay. The lowa DOT
performed a survey of the deck, and concrete damage (i.e., delaminations and patch repairs) was
observed on approximately 0.1% of the deck (a total of 3.6 ft?).
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Chloride Profile

A total of 12 cores were collected for chloride profile sampling, with locations randomly
distributed throughout the deck. According to SCS, the recommended effective chloride
threshold for damage to ECR is approximately 1,800 ppm. The chloride data from the 12 cores
indicated that the average depth with a chloride content of 1,800 ppm was 1.78 in., and the
average rebar depth for this bridge is 3.30 in.

Field Investigation Description

Field investigations of Site E1 were conducted prior to overlay application on April 23, 2018.
Photos and measurements were taken to document the substrate surface condition of the deck.
An average of 0.375 in. of the original deck was removed by milling. Figure 9 shows the depth
of removal achieved prior to the overlay placement, and Figure 10 illustrates the surface
roughness achieved.

i crack
Site 1 N . ":1-2inch extra removal
A < 3-4inch extra removal

_ I
_ o
—_—

o 3.

Figure 9. Substrate surface condition of Site E1
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Figure 10. Substrate surface conditions for Site E1

Site E2 — US 18 in Clay County, FHWA # 20331 (Bridge Maint. # 2181.0S018)
Bridge Description

Bridge E2 carries US 18 over the Little Sioux River and was constructed in 2006. The deck is
original and does not have an overlay. The lowa DOT performed a survey of the deck, and
concrete damage (i.e., delaminations and patch repairs) was not observed.

Chloride Profile

A total of eight cores were collected for chloride profile sampling, with locations randomly
distributed throughout the deck. According to SCS, the recommended effective chloride
threshold for damage to ECR is approximately 1,800 ppm. The chloride data from the eight cores
indicated that the average depth with a chloride content of 1,800 ppm was 1.96 in., and the
average rebar depth for this bridge is 2.71 in.

Site E3 — US 18 in Sioux County, FHWA # 48211(Bridge Maint. # 8415.1S018)
Bridge Description

Bridge E3 carries US 18 over Dry Run Creek and was constructed in 2007. The deck is original
and does not have an overlay. The lowa DOT performed a survey of the deck, and concrete
damage (i.e., delaminations and patch repairs) was not observed.
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Chloride Profile

A total of four cores were collected for chloride profile sampling, with locations randomly
distributed throughout the deck. According to SCS, the recommended effective chloride
threshold for damage to ECR is approximately 1,800 ppm. The chloride data from the four cores
indicated that the average depth with a chloride content of 1,800 ppm was 0.98 in., and the
average rebar depth for this bridge is 3.54 in.

Field Investigation Description

Field investigations of Site E3 were conducted prior to overlay application on April 23, 2018.
Photos and measurements were taken to document the substrate surface condition of the deck.
An average of 1.75 in. of the original deck was removed by milling. Figure 11 shows the depth
of removal achieved prior to the overlay placement, and Figure 12 illustrates the surface
roughness achieved.
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Figure 11. Substrate surface condition of Site E3
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Figure 12. Substrate surface conditions for Site E3
Summary of the Field Investigation

Sites C1 and C3 had the largest area of concrete damage (56 and 6.7 ft2, respectively) and
received hydro-demolition as surface preparation for their overlays. The rest of the sites were
milled. The epoxy-overlaid sites did not have surface concrete damage except for Site E1, which
had an area of concrete damage of 3.6 ft?. Table 2 summarizes the observations made at the sites.

Table 2. Field investigation summary

Area of concrete Chloride threshold
Site damage (ft?) Surface preparation depth (in.)
C1 56 Hydro-demolition 2.60
C2 0 Milling 1.54
C3 6.7 Hydro-demolition 1.53
El 3.6 Milling 1.78
E2 0 Milling 1.96
E3 0 Milling 0.98

3.2 Direct Pull-Off Tests

After the overlays were placed, field testing of the new bridge decks was conducted. Following
ASTM C1583, the direct pull-off strength test was used to assess the tensile capacity of the bond

15



between the concrete substrate and the surface repair material. Three pull-off attempts were
made for each bridge.

The procedure for testing involves cutting through the overlay and substrate layers with a
circular drill (Figure 13), attaching a steel disk to the overlay surface using epoxy, and then
pulling on this surface with a tensile force (Figure 14) once proper adhesion is achieved.

The failure mode is then determined according to the scenarios outlined in ASTM C1583 and
shown in Figure 15.
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Test Results

The pull-off strengths of the concrete-overlaid and epoxy-overlaid decks are shown in Table 3
and Figure 16.

Table 3. On-site pull-off test results for the epoxy-overlaid and concrete-overlaid decks

Mode a:
Failure in substrate

Mode b:

Bond failure at
substrate/repair
material interface

Mode c:

Failure in repair

material

Mode d:
Bond failure at
epoxy/repair
material
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Figure 15. Possible failure modes resulting from the pull-off test

Core number

Strength (psi)

Failure mode

El-1 154 failure in substrate

E1-2 118 failure in substrate

E1-3 211 failure in substrate

E2-1 102 failure in substrate

E2-2 167 failure in substrate

E2-3 162 failure in substrate

E3-1 303 failure in substrate

E3-2 213 failure in substrate

E3-3 290 failure in substrate

C1-1° 90 failure in epoxy/overlay

C1-2 250 failure in substrate

C1-3 162 failure in substrate

C2-1 284 failure at substrate/overlay interface
C2-2"

C2-3 211 failure at substrate/overlay interface
C3-1 460 failure at epoxy/overlay

C3-2 412 failure at epoxy/overlay

C3-3 369 failure at substrate/overlay interface

“Invalid results due to testing errors
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Figure 16. Pull-off strengths of epoxy-overlaid and concrete-overlaid decks

Due to the variability involved in field testing, three samples were not available for every bridge
(such as for the bridges at Sites C1 and C2) if testing errors occurred. It can be observed from the
results that the concrete-overlaid decks generally seem to have higher bond strengths. It can also
be noted that the failure mode of the epoxy-overlaid decks is in the substrate due to the poor
substrate quality, which indicates that the actual bond strength is higher than the result shown.

Follow-up field testing was then performed after approximately one year to gauge any changes in
performance. The results of the initial and one-year testing are shown in Figure 17.
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Figure 17. Average initial (circles) and one-year (triangles) pull-off strengths
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The values shown are averages of the three pull-off tests performed per bridge. The initial
average pull-off strength is shown by circle markers, and the follow-up one-year average pull-off
strength is shown by triangular markers. The color represents the failure mode, which was
consistent across all locations other than Sites C1 and C3. For Site C1, two cores exhibited
substrate failures, and one core had a failure occur between the puck and the overlay surface for
both the initial and one-year tests. For Site C3, the initial testing had two failures occur at the
interface of the puck and the overlay and one failure occur at the overlay-substrate interface. The
color coding for these sites is based upon the majority case.

As can be seen from these results, there does not appear to be an overarching trend in the data.
There are not significant deviations in performance after one year, with the exception of Sites E3
and C3. Site E3 experienced a drop in pull-off strength after one year, and, more importantly, the
failure mode changed from the substrate to the overlay-substrate interface. This indicates that the
bond between the overlay and substrate weakened. As a result, this site should be monitored to
watch for signs of declining performance that can be attributed to this weak bond. For Site C3,
there was also a significant decrease in pull-off strength after one year. For this site, however, the
failures all occurred between the testing puck and the overlay surface. This indicates that the
pull-off strength at the site is actually higher than these values indicate and can be attributed to
testing errors such as setting time, air temperature, or equipment failures.
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CHAPTER 4: LABORATORY TESTING
4.1 Substrate Laboratory Testing

To fully understand the long-term behavior of the bond between the original concrete deck and
the overlay, the initial condition of the substrate is of interest. Therefore, prior to deck removal,
three randomly located cores from each of the six bridges were collected as samples to study the
bridge decks’ porosity and durability to cyclic freezing and thawing. The porosity of the 18 cores
was measured according to ASTM C642, and the durability was measured according to ASTM
C666, Method A.

4.2 Porosity Tests and Freeze-Thaw Tests on Cores
Introduction

As noted above, 18 cores were collected from the substrates of the six bridges selected for this
project to allow for laboratory testing of both porosity and freeze-thaw durability. Porosity tests
were conducted to estimate the percentage of air voids in the cores, and the freeze-thaw test was
performed to assess the durability of the cores to accelerated freezing and thawing cycles.

Porosity Tests

ASTM C642, Standard Test Method for Density, Absorption, and Voids in Hardened Concrete,
was performed on the 18 cores, and the results are shown in Figure 18.
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Figure 18. Porosity test results for the substrate cores of the six bridges
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It can be observed that the cores from Site E3 generally have the smallest percentage of voids,
possibly due to the bridge’s short service age, while the cores from Sites E2 and C1 have the
largest percentage of voids, which might lead to poor freeze-thaw durability. There is a
significant amount of scatter in the results for Sites E2 and E3, which might be due to a random
sampling error.

Freeze-Thaw Tests

The freeze-thaw testing followed ASTM C666, Method A. Eighteen cores were prepared for the
test. The durability factor was measured at the 300th cycle, whereas the mass loss was measured
until the 510th cycle was reached in order to achieve distinguishable results. Both sets of results
are shown in Figure 19 and Figure 20, respectively.

90.0
20.0 851 81.5

0.0 6r.7 71.4 64.8
66.1 65.6 58.3 62.1 62.3

60.0 609 61.3 57.6 55.0 59.9
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< 40.0
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20.0
10.0

0.0
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Site E1 Site E2 Site E3 Site C1 Site C2 Site C3
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Figure 19. Durability factor for the substrate cores from the six sites under cyclic freeze-
thaw testing
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Figure 20. Percent mass loss for the substrate cores from the six sites under cyclic freeze-
thaw testing

It can be observed that the cores from Site E3 have the highest durability factors and the second
lowest mass loss values. These results agree with the low porosity values observed for Site E3
and indicate that the deck at Site E3 is in relatively good condition. In contrast, the cores from
Site C1 have the lowest durability factors and the most dramatic mass loss values. These results
match with the high porosity values observed at the site and indicate that the deck at Site C1 is in
relatively poor condition.

The mass loss can be visually assessed, as shown in Figure 21 and Figure 22.
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Figure 21. Cores from the different field sites before and after 300 freeze-thaw cycles: Site
C1 (left), Site C2 (middle), and Site C3 (right)
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e

Site E1
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Figure 22. Cores from the different field sites before and after 300 freeze-thaw cycles: Site
E1 (left), Site E2 (middle), and Site E3 (right)

4.3 Overlay Laboratory Tests

In addition to the laboratory tests on the substrate cores, three laboratory tests were carried out
on the two types of overlays to study their permeability, durability to cyclic freezing and
thawing, and bond strength. The permeability of the epoxy overlay and concrete overlay was
evaluated according to AASHTO T 259 (i.e., salt ponding test). The durability of the overlays
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was assessed through ASTM C666, Method A and ASTM C1583 (i.e., direct pull-off test),
where the bond strength of the specimens was tested at different freezing-thawing cycles.

To prepare the epoxy-overlaid and concrete-overlaid slabs for the tests, eight 1 ft by 1 ft
substrate slabs were cast in plywood molds in the laboratory. Four of the slabs were to be
overlaid with epoxy, and the other four slabs were to be overlaid with concrete. To comply with
the standards for the salt ponding test, a final slab thickness of 3.5 in. was desired. Since the
thickness of the epoxy overlay was about 0.375 in. and the thickness of the concrete overlay was
1.75 in., the substrate slabs to be overlaid with epoxy were cast with a thickness of 3.125 in. and
the substrate slabs to be overlaid with concrete were cast with a thickness of 1.75 in., resulting in
a total thickness of 3.5 in. for both slab types.

The bottoms of the molds were first painted with formwork retarder to prevent the bottom
surfaces of the slabs from curing. After seven days of moist curing, the slabs were demolded, and
the uncured mortar on the bottom surfaces of the slabs was washed and brushed away with a
steel brush to expose part of the aggregates and thereby mimic the surface roughness of the
substrates of the bridge decks, which were rough as a result of milling. After moist curing the
substrate slabs in the laboratory for another 21 days, the surface roughness of the substrate slabs
was assessed. The concrete surface profile (CSP) number of the substrate slabs was seven, which
was similar to that resulting from milling the bridge deck substrates. For comparison purposes,
the textures of the laboratory substrate slabs and the bridge deck substrates treated by milling and
hydro-demolition are shown in Figure 23.
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Figure 23. Textures of the laboratory substrate slabs (top) and bridge deck substrates after
milling (bottom left) and hydro-demolition (bottom right)

The overlays were then applied to the substrate slabs in the field using the same materials as
those used for the actual bridge deck overlays. For the concrete-overlaid slabs, the surface was
covered with wet cloth and plastic sheeting for seven days before the slabs were retrieved from
the field and demolded. The slabs were kept outdoors and cured for another 21 days before
testing again to simulate field conditions. For the epoxy-overlaid slabs, the slabs were cured for
more than 24 hours before testing. The surfaces of the concrete-overlaid and epoxy-overlaid
slabs are shown in Figure 24.
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Figure 24. Surface conditions of the concrete-overlaid (left) and epoxy-overlaid (right) slabs

4.4 Salt Ponding Tests on Slabs
Introduction

The salt ponding test was employed to compare the chloride permeability of the epoxy and
concrete overlays. In accordance with AASHTO T 259, two of the concrete-overlaid slabs and
two of the epoxy-overlaid slabs prepared earlier were ponded for 90 days. Figure 25 shows the
slabs during ponding.
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Figure 25. Two slabs during ponding: an epoxy-overlaid slab (left) and a concrete-overlaid
slab (right)

After ponding, chloride determination was conducted in accordance with AASHTO T 260.
Samples were extracted from four depths, namely, 1/8 in., 3/8 in., 5/8 in., and 7/8 in., to provide
a profile of chloride concentration for each slab. Figure 26 shows one of the powdered samples,
and Figure 27 briefly illustrates the procedures for chloride determination.
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Figure 26. Powdered sample from one of the epoxy-overlaid slabs

Figure 27. Chloride content determination process: weighing (upper left), boiling (upper
right), filtration (bottom left), titration (bottom right)
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Test Results

The results of the salt ponding test are shown in Figure 28. Each curve represents the average
results from two slabs of the same type.

0.800
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1/8inch 3/8inch 5/8inch 7/8inch
Depth

CO slabs EO slabs

Figure 28. Percent chloride content of concrete-overlaid and epoxy-overlaid slabs

It can be observed that the epoxy-overlaid samples have a much lower chloride content at both
the 1/8 in. and 3/8 in. depths, while both types of overlay samples have similarly low chloride
contents at the 5/8 in. and 7/8 in. depths.

4.5 Freeze-Thaw Tests and Direct Pull-Off Tests on Beams
Introduction

To determine the effect of freeze-thaw cycles on bond performance, additional laboratory tests
were performed on the four remaining overlay slabs. The slabs were cut into a total of 12 beams
with dimensions of 12 by 3 by 3.5 in. The beams were divided into three groups, with each group
consisting of two epoxy-overlaid beams and two concrete-overlaid beams. The three groups of
beams were subjected to cyclic freeze-thaw conditions and were tested using the direct pull-off
test when they had been through 0, 100, and 300 freezing-thawing cycles, respectively. The
direct pull-off strength test followed ASTM C1583, which evaluates the tensile strength of the
bond between the concrete substrate and the surface repair material. Examples of the epoxy-
overlaid and concrete-overlaid beams are shown in Figure 29.
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Figure 29. Concrete-overlaid (left) and epoxy-overlaid (right) beams for pull-off test

Each of the beams was cut with a two-inch core drill bit, which penetrated through the entire
depth of the overlay and 0.75 in. into the substrate, as shown in Figure 30.

Figure 30. Concrete-overlaid beam with two-inch circular cuts

The same pull-off test procedure that was used in the field was followed, as shown in Figure 31.
Since the beams were too narrow for the mounting device to stand on, a steel plate with a hole in
the center was placed on the beam being tested so that the device could stand and be mounted
steadily.
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Figure 31. Pull-off test mounting device (Proceq DY-216, left) and the details of the
mounting (right)

Since the aggregates associated with the epoxy overlay created a rough surface that was not
suitable for the application of the two-part adhesive epoxy, the top surface of the epoxy-overlaid

beams were slightly ground with a grinder. The surface before and after grinding is shown in
Figure 32.

Figure 32. Top surface of the epoxy-overlaid beams for the pull-off test before grinding
(left) and after grinding (right)

Test Results

The pull-off test results of the concrete-overlaid beams and the epoxy-overlaid beams are shown
in Figure 33 and Figure 34, respectively.
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Figure 33. Pull-off test results of the concrete-overlaid beams at different freezing-thawing
cyclic stages
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Figure 34. Pull-off test results of the epoxy-overlaid beams at different freezing-thawing
cyclic stages

For each overlay type, two specimens were tested at 0, 100, and 300 freeze-thaw cycles,
respectively. Some observations are missing because of unexpected sampling and testing
failures. There is also scatter in the results due to the intrinsic heterogeneity of granular materials
like concrete.

It can be observed that at both 0 and 100 freeze-thaw cycles, the epoxy-overlaid beams generally
have a higher potential bond strength than the concrete-overlaid beams. After 300 freeze-thaw
cycles, however, the bond strength of the epoxy-overlaid beams drops significantly and is
generally lower than that of the concrete-overlaid beams.
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CHAPTER 5: DISCUSSION OF TEST RESULTS
5.1 Tests on Substrates

Table 4 shows the results of the tests conducted to determine the condition of the deck substrates
and the results of the pull-off tests performed after overlay placement.

Table 4. Composite results of the tests on substrates

Sites El E2 E3 Cl C2 C3
Voids (%) 13.5 14.6 11.1 14.4 12.3 11.7
Durability Factor (%) 59.9 64.9 71.4 53.2 55.1 69.5
Remain Mass (%) 77.6 58.7 81.9 27.2 74.9 97.9
Chloride depth (inch) 1.78 1.96 0.98 2.6 1.54 1.53
On-site pull-off result (psi) 161 144 269 206 248 414
Years of Service 31 12 11 25 16 33

For each site, the voids represent the percentage of air voids in the substrate cores according to
the porosity tests. The durability factor and the remaining mass are measures of the durability of
the substrate cores to severe freezing and thawing cycles, where the remaining mass was
measured at the 510th cycle to obtain performance under prolonged freezing and thawing
conditions. The chloride depth is the depth where the chloride concentration in the substrate
cores reached the threshold level at which reinforcement is effectively damaged. The chloride
profile data for the substrate cores were provided by WHKS & Co. in 2015. The on-site pull-off
test results are included because 11 out of the 16 test samples broke in the substrate layer, which
reflects the poor integrity of the substrate.

The results in Table 4 are averaged across three observations for each site. The green shading
indicates relatively good performance among the six sites, whereas yellow or red shading
indicates medium or relatively poor performance, respectively, among the six sites. It can be
observed that Sites C3 and E3 generally have the best substrate quality among the six sites,
despite the great difference in age. In contrast, Site C1 has the poorest substrate conditions, as
indicated by the predominance of red shading.

The results of the on-site pull-off tests averaged across three observations for each site are shown
in Figure 35.
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Figure 35. Field pull-off test results for epoxy-overlaid and concrete-overlaid decks

It can be observed from Figure 34 that many of the specimens failed in the substrate due to the
poor substrate condition, and therefore the results could not reflect the true bond strength, which
is higher than the substrate tensile strength. However, the substrate strength revealed by the pull-
off test corresponds with the other results in Table 4, in that sites with a high pull-off strength
generally perform well in other tests, and vice versa. As far as can be determined from the
results, the bond strength of Site C3 is generally higher than that of Site C2. Meanwhile, the
primary difference between those two sites was that hydro-demolition was used to prepare the
substrate surface of Site C3 and milling was used for Site C2. Despite the many factors that may
have affected the pull-off test results, this might indicate that hydro-demolition provides a higher
initial bond strength than milling for rigid overlay placement.

Among the substrate tests listed in Table 4, some correlations stand out, namely those between
voids and chloride depth, voids and remaining mass, voids and on-site pull-off test results, and
remaining mass and chloride depth.

Figure 36 shows that the R-squared value of the fitted line and the data points for the percentage
of air voids and the critical chloride content depth is 0.9487. This indicates that there is a strong
linear relationship between the percentage of air voids in concrete and chloride resistance.
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Figure 36. Relationship between percentage of air voids and critical chloride content depth

The remaining mass after 510 freeze-thaw cycles measured by the freeze-thaw test reflects the
durability of the concrete to freezing and thawing conditions. Figure 37 shows that the R-squared
value of the fitted line and the data points for the percentage of air voids and the remaining mass
is 0.7136, which indicates that the percentage of air voids in concrete has a linear relationship
with durability to freezing and thawing cycles.
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Figure 37. Relationship between percentage of air voids and remaining mass

Figure 38 shows that the R-squared value of the fitted line and the data points for the percentage
of air voids and the on-site pull-off test results is 0.7625. This indicates that there is a linear
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relationship between the percentage of air voids in the substrate and the substrate’s integrity, in
that the pull-off test results reflect the integrity of the substrate.
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Figure 38. Relationship between percentage of air voids and on-site pull-off test results

Figure 39 shows that the R-squared value of the fitted line and the data points for the remaining
mass after 510 freeze-thaw cycles and the critical chloride content depth is 0.7278. The plot

indicates that the remaining mass of the substrate has a linear relationship with the substrate’s
critical chloride content depth.
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Figure 39. Relationship between remaining mass and critical chloride content depth
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5.2 Laboratory Freeze-Thaw Test and Pull-Off Test Results on Beams

The results of the laboratory pull-off tests on the concrete-overlaid and epoxy-overlaid beams are
shown in Figures 40 and 41, respectively.
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Figure 40. Pull-off test results for the concrete-overlaid beams at different freezing-thawing
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Figure 41. Pull-off test results for the epoxy-overlaid beams at different freezing-thawing
cycles

It can be observed that as the samples went through more freeze-thaw cycles, the decrease in
bond strength became greater than the decrease in substrate tensile strength. This is evidenced by
the fact that substrate failures are more common than bond failures at O freeze-thaw cycles, the
number of bond failures increases at 100 freeze-thaw cycles, and bond failures dominate at 300
freeze-thaw cycles. It can also be observed that the epoxy-overlaid beams generally have a
higher bond strength than the concrete-overlaid beams at both 0 and 100 freeze-thaw cycles, but
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the bond strength of the epoxy-overlaid beams appears to be lower than that of the concrete-
overlaid beams at 300 freeze-thaw cycles. Overall, the epoxy-overlaid samples were much more
susceptible to freezing and thawing degradation, as shown by the drastic decrease in pull-off
strength with an increase in the number of cycles of exposure.

5.3 Laboratory Salt Ponding Test Results on Slabs

The results of the salt ponding test are shown in Figure 42.
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Figure 42. Percent chloride content of concrete-overlaid and epoxy-overlaid slabs

It can be observed that the concrete-overlaid slabs have a much higher chloride content at
shallow depths (1/8 in. and 3/8 in.) than that of the epoxy-overlaid slabs, which indicates that
epoxy overlays prevent chloride ingress better than concrete overlays. However, at deeper depths
(5/8 in. and 7/8 in.), the chloride contents of both overlays are similarly low, which reflects the
limited extent of chloride ingress in slabs with both types of overlays.
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CHAPTER 6: CONCLUSIONS

The primary objectives of this study were to evaluate the performance of epoxy overlays and
LSDC overlays and identify the factors that affect their performance. The study also aimed to
understand how existing chloride that has been sealed in a bridge deck by an epoxy overlay
might relate or contribute to deck deterioration.

To fulfill these objectives, field investigations were performed on six bridges of various ages.
The location and the extent of substrate deterioration, the substrate preparation methods, and the
bridge deck repair materials were well documented for each bridge. Before overlay application,
substrate cores from the six bridges were extracted and tested to evaluate the bridge decks’
porosity and durability to cyclic freeze-thaw conditions. After overlay application, on-site pull-
off tests were conducted on the six bridges to assess the performance of the overlays both
immediately after placement and after one year of service. Laboratory freezing and thawing tests
and pull-off tests were also conducted to understand the long-term performance of the overlay
types. The project conclusions are summarized as follows:

e Freezing and thawing exposure has a greater influence on the bond strength of epoxy
overlays than on the bond strength of concrete overlays. In the laboratory pull-off tests,
the initial (before any freeze-thaw cycles) bond strengths of both the epoxy overlays and the
concrete overlays were found to be good, though many concrete and epoxy overlay samples
failed in the substrate layer, making the precise bond strength unavailable. After 300 freeze-
thaw cycles, both the epoxy- and concrete-overlaid samples were found to have failed at the
bond between the substrate and the overlay, and the average bond strength of the concrete
overlays was found to be almost twice of that of the epoxy overlays.

e The epoxy overlays can resist chloride ingress much better than the LSDC overlays
because the chloride content in the epoxy-overlaid slabs was found to be less than 1/8 of the
chloride content in the LSDC-overlaid slabs at a depth of 1/8 in.

e The percentage of air voids in the substrate has the largest impact on the substrate’s
properties. As the percentage of air voids decreased, linear improvements were found in the
critical chloride content depth (chloride resistance), the remaining mass after 510 freeze-thaw
cycles (freezing and thawing durability), and the on-site pull-off test results.

e The remaining mass after 510 freeze-thaw cycles has a strong linear relationship with
critical chloride content depth. This confirms that bridges with better freezing and thawing
durability usually have better chloride resistance.

e No relationship was found between a bridge’s age and its substrate quality or bond
strength. In fact, the oldest bridge in the study was found to perform the best in both
laboratory and on-site tests.
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APPENDIX: IMAGE LOG OF VISITED SITES
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Figure 43. Surface condition of bridge deck of Site C1 prior to overlay
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Figure 44. Surface condition of bridge deck of Site C2 prior to overlay
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Figure 45. Surface condition of bridge deck of Site C3 prior to overlay
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Figure 46. Surface condition of bridge deck of Site E1 prior to overlay
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Figure 47. Surface condition of bridge deck of Site E3 prior to overlay
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